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Sol-gel (SG) f o r m e d oxide films (between 60 and 800 nm in thickness) were deposited on Pt
foil substrates by dip-coating f r o m Ni, Co and mixed Ni-Co sols. After w i t h d r a w a l at a
constant rate, the films were dried at temperatures between 100 and 400°C for various
periods of t i m e (15 min to 1 hour). Electron diffraction and transmission electron
microscopy studies have indicated that the as-formed SG films are nanocrystalline oxide
materials, consisting of cubic units of NiO and/or CoO (and C o 3 0 4 , in pure Co SG films) in
crystallites w h i c h are 1-4 n m in diameter, the size depending on the oxide c o m p o s i t i o n and
the drying conditions e m p l o y e d . Oxide films f o r m e d at 200°C are highly hydrous in nature,
and drying at higher temperatures than this results in the loss of water, the f o r m a t i o n of
more compact films and an increase in the crystallite size. Based on the observed charge
efficiencies (ca. 75% for pure Ni oxide and ca. 60% for 50:50 Ni:Co oxide films), it is
suggested that only metal sites on the outer surfaces of the crystallites, w i t h easy access to
the solution ions and water, participate in the Ni-Co oxide redox reaction in alkaline
solutions. © 2007 Kluwer Academic
Publishers

1. Introduction
Considerable interest in studying the structural and
electrochemical properties of Ni, Co and mixed Ni-Co
oxides has been driven by their many practical applications. Over the last few decades, numerous studies have
been devoted to the better understanding of the redox
reactions occurring during the cycling of Ni oxide electrodes, because of their use as the positive electrode in
Ni/Cd, Ni/metal hydride and Ni/Fe batteries [l, 2]. Co
oxide electrochemistry in alkaline solutions has been
extensively studied due to its applications as an insertion cathode in Li batteries [3] and in electrochromic
devices [4]. Both Co and mixed Ni-Co oxide materials,
Ni v Co v 04, have been investigated as promising catalysts for the oxygen evolution (OER) [5J and reduction
(ORR) [6] reactions.
Ni and Co oxide/hydroxide films can be prepared
by the anodic oxidation of metallic Ni (Co) substrates
[7], by cathodic precipitation [8], electron-beam evaporation [91 and electrodeposition [10] methods. Chemical deposition [11], electrolytic deposition [12] and
spray pyrolysis [13] methods have been utilized to make
mixed Ni-Co oxide films, which can also be formed

by the anodic oxidation of polycrystalline and amorphous Ni-Co alloys [14]. Since the 1980's, the sol-gel
(SG) technique has become attractive to the electrochemical community as a convenient route to the formation of amorphous or crystalline xerogels, aerogels

and conductive hydrous gels [15] of controlled composition. The applications include as sensors and modified
electrodes [16], electrochromic devices [17], corrosion
protection coatings [18], etc.
In the last several years, the SG synthesis of Ni
and Co oxide materials has drawn considerable interest
[19-32].Forexample,Monacieta/. [30] prepared composite materials of Ni nanoparticles dispersed in aSiOi
phase, and studied them by means of thermogravimetric analysis, transmission electron microscopy (TEM)
and X-ray diffraction (XRD). They found that composites containing 7% Ni showed good catalytic activity
towards the hydrogenation of toluene to form methylcyclohexane. High surface area SG-derived films consisting of nanosized NiO/Ni particles have been found
by Liu et al. [22] to be good electrochemical capacitors. TEM and XRD studies indicated that samples prepared from dilute sols have smooth surfaces and consist
of tightly packed arrays of small particles (ca. 10 nm
in diameter). The use of concentrated sols resulted in
the formation of larger particles (100 to 120 nm in diameter), which agglomerated during gelation, yielding rough surfaces with high surface areas [22] The
pseudocapacitance arising from the rapid Ni(II)/(III)
redox reaction, combined with the large double layer
capacitance of these high surface area films, resulted in a very high capacitance of these composite
materials.
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El Baydi and coworkers prepared powders of
LaNi0 3 , NiCo 2 0 4 [31 ] and C03O4 [25] via the SG route
and characterized them by thermogravimetric analysis,
scanning electron microscopy (SEM), IR spectroscopy,
XRD and cyclic voltammetry (CV). Propionic acid
precursors were found to yield high surface area powders (20 to 55 m 2 /g) at low temperatures of preparation, especially in the case of NiCo 2 0 4 (250-300°C).
For LaNiOi, malic acid precursors have been found
to be more advantageous, allowing lower preparation
temperatures to be employed, vs. via the propionic acid
route (600 vs. 750°C, respectively). High roughness
factors (30-1500), estimated from the CVs, make these
materials good candidates as electrocatalysts for the
OER.
Our research has been focused on the structural and
electrochemical properties of SG derived Ni, Co and
mixed Ni-Co oxide films [19-34], studied by the use
of a combination of electrochemical and surface analytical techniques. One of the objectives of the present
work has been to gain knowledge about the structure
and composition of the SG formed Ni-Co oxide films
and to then correlate these physical/chemical properties with their electrochemical behavior. Energy dispersive X-ray fluorescence (EDX), and X-ray and electron
diffraction (XRD/ED) techniques were used in order to
determine the SG oxide film composition. TEM, SEM
and field emission SEM (FESEM) studies were carried
out to obtain the film thickness and other nanostructural
information.

2. Experimental
2.1. Preparation of SG films
The Ni, Co and mixed Ni-Co sols were prepared as described elsewhere [35]. The SG films were deposited on
Pt foil substrates by a dip-coating procedure, in which
the substrate was immersed into the sol and withdrawn
at a constant rate between 1 and 60 cm/min to control the film thickness. The surface films gelled during
solvent evaporation. Following this, the SG-coated substrates were heated in air in an oven (Fisher 116G) or
furnace (Barber-Colman, Thermolyne Corp.) at temperatures between 100 and 400°C for 15 to 60 min
to produce compact films, subsequently studied by the
techniques described below.

2.2. Scanning (SEM), field emission
(FESEM) electron microscopy and
energy dispersive X-ray fluorescence
(EDX) analysis
SEM, FESEM and EDX techniques were employed in
order to determine the SG oxide film thickness and
composition. A Hitachi 100 SEM (Health Sciences

Center, University of Calgary) and a Cambridge S250
Stereoscan SEM system (Department of Geology and
Geophysics, University of Calgary), the latter coupled
to a Kevex 7000 Micro-X probe, were employed for
the SEM and semi-quantitative EDX work, respectively. 99.9% purity Ni foil (Aldrich) and Co wire
(Aldrich) specimens were used as calibration standards
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for the EDX measurements. For both the SEM and
EDX studies, an accelerating voltage of 20 kV, a typical working distance of 15 mm and a data acquisition time of 60 sec (EDX work) were generally
employed. A standard sample (2160 lines/mm) was
used for accurate dimensional measurements by SEM.
A Hitachi S-4500 FESEM (Surface Science Western, University of Western Ontario) was used to obtain high resolution morphological information. An
accelerating voltage of 5 kV and a working distance
of 6 mm were used. The SG oxide films for FESEM studies were dip-coated on Pt foil substrates,
dried in an oven and, after their CV response in 1 M
NaOH was recorded, the samples were sent for FESEM
analysis.
SG coated Pt foil substrates, employed in SEM studies, were often bent mechanically in order to fracture
the SG films, enabling an easier determination of their
thickness. The samples were attached to Al stubs using
conducting carbon tape (E. T. Enterprises). Before being placed in the chamber, samples were sputter-coated
with a ca. 30 nm thick Au/Pd film to reduce charging
effects during the SEM examination.

2.3. Transmission electron microscopy
(TEM) and electron diffraction (ED)
studies
TEM and ED measurements were employed in this
work to obtain nanostructural and compositional information about the SG oxide films. The SG oxide samples
were formed by dip-coating copper grids (G400, JBS
EM and G1000HS-C3, Gilder) in the sol and then drying, according to the procedures described above. A
Hitachi H-7000TEM (Health Sciences Center, University of Calgary) was employed in all of this work. The
electron diffraction spectra were obtained at a 100 kV
accelerating voltage (wavelength of diffracted electrons
was 0.037 A).

2.4. X-ray diffraction (XRD)
X-ray diffraction studies were carried out in order to determine the structure and composition of the SG-formed
oxide films. Films were dip-coated on glass slides or
Pt foils and dried in an oven at controlled temperatures for 15 min. XRD measurements were performed
employing a 2000 Philips Scintag Diffractometer (Department of Geology and Geophysics, University of
Calgary). Cu Ka radiation was used as the X-ray source
(A= 1.542 A).

2.5. Electrochemical studies
The electrochemical experiments were carried out using an EG&G PARC 173 potentiostat/galvanostat (with
an add-on PARC 179 digital coulometer), coupled with
an EG&G 175 programmer. The voltammetric response
was plotted on a Hewlett-Packard 7044B X-Y recorder.
A high area Pt mesh electrode served as the counter
electrode (CE), while a reversible hydrogen electrode

(RHE) was employed as the reference electrode (RE)
in all of this work.
The equilibrium charge density of the SG oxide films
was determined by integrating the cathodic peak, at a
slow sweep rate of 5-10 mV/s, between 1.0 and 1.55V
vs. RHE. The double layer current of the underlying Pt
substrate was used as the baseline for the integration.

2.6. E x p e r i m e n t a l d e t e r m i n a t i o n of c h a r g e
efficiency of SG o x i d e films
The charge efficiency of the SG oxide films was determined by combining the CV data with the subsequent
analysis of the metal content of the film, after dissolution, by inductively coupled plasma-atomic emission
spectroscopy (ICP). For the ICP studies, SG oxide films
of a range of different compositions were formed on Pt
foil substrates (0.3 to 0.7 cm 2 ), employing a withdrawal
rate of 6 cm/min and drying at 200°C for 15 minutes.
The equilibrium cathodic charge densities were determined by integrating the slow sweep rate CVs between
1.55 and 1.0 V vs. RHE. Following this, the SG oxide
films were stripped from the Pt substrates by sonicating
in 2.5 ml of 0.1 M HN0 3 overnight. The volume of the
sample solutions was then brought to 25 ml with distilled water. 1,000 ppm ICP grade solutions of Ni and
Co (Ultra Scientific) were used to prepare the 40 ppm
Ni and Co standards used for calibration. The analysis
of the Ni and Co content of the sample solutions was
performed (using emission lines at 216.5 nm forNi and
228.6 nm for Co) on a Thermo Jarrel-Ash AtomScan
16 ICP-AES spectrometer.

3. Results and discussion
3.1. SEM, FESEM and EDX studies of SG
oxide films
3.1.1. Film composition
and
morphology
The EDX measurements confirmed the presence of Ni
and Co in the SG-derived Ni and Co oxide films, respectively. A semi-quantitative analysis of the EDX spectrum of a typical 50:50 Ni-Co SG oxide film (Fig. 1),
coated on a Pt substrate from an equimolar (0.23 M
each) Ni-Co sol, yielded a ca. 1:1 ratio of Co to Ni in
the film, as anticipated. The fact that the Pt signal is so
large (Fig. 1) indicates that the thickness of the SG oxide films formed on the Pt substrate is substantially less
than a micron, the depth of penetration of the 20 keV
electrons.
SEM and FESEM studies were performed in order to
obtain structural information about the fi Im and to determine the SG film thickness. Fig. 2 shows a SEM image
of a 50:50 Ni-Co SG oxide film, formed by dip-coating
a Pt substrate at a withdrawal rate of 24 cm/min and
then drying at 200°C for 15 min. The "mud-cracked"
structure is typical for hydrous oxide films [22], and
likely arises from the dehydration of SG oxide caused
by exposure to vacuum in the SEM chamber. All SG
films under study appeared very stable to the vacuum
and no curling or flaking of edges of the film was observed during SEM examination.
FESEM images (Fig. 3) were obtained of various SG
oxide films, prepared on Pt substrates, in order to obtain structural information on a smaller scale. These
films were formed at a withdrawal rate of 6 cm/min,
followed by drying at 200°C for 15 min. In regions

Figure I EDX spectrum of a 50:50 Ni-Co SG oxide film on a Pt substrate. Film formed at a withdrawal rate of 24 cm/min and dried at 200 C for
15 min.
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Figure 2 SEM image of a 50:50 Ni-Co oxide film, formed on Pt substrate at a withdrawal rate of 24 cm/min and dried at 200 C for 15 min.

adjacent to the cracks, the surface of a 50:50 Ni-Co oxide film (Fig. 3a) can be seen to be relatively smooth
at high magnification, showing fine grains, ca. 10 nm
in size. In contrast, the surface of a SG formed Co oxide film (Fig. 3b) has a more granular structure, containing flake-like particles ca. 30-70 nm in size. FESEM images of SG-formed Ni oxide films (not shown)
are very similar to those seen for 50:50 Ni-Co films.
It will be seen below that there is a good correlation between the size of the oxide film particles and
the electrochemical charge density, obtained from CV
experiments.

3.1.2. Effect of the substrate
withdrawal
rate from the coating solution
The rate at which a substrate is withdrawn from the
SG coating solution determines the thickness of the
film, due to the competition between several forces,
i.e., viscous drag upwards on the liquid by the moving
substrate, the force of gravity and surface tension of the
concave sol meniscus [36]. It is predicted that the use
of a more rapid substrate withdrawal rate from a SG
solution leads to the deposition of thicker films than
when a slow withdrawal rate is used [36].
The SEM results support this prediction. When 50:50
Ni-Co SG oxide films were formed at a withdrawal
rate of 24 cm/min and dried at 200°C for 15 min., the
average thickness was found to be ca. 800 nm, as can
be seen from a micrograph of a mechanically fractured
SG oxide film of this kind in Fig. 4a. The use of the
same drying treatment, but a slower withdrawal rate of
4334

6 cm/min, yields films with thicknesses of ca. 400 nm
(Fig. 4b). For the pure Ni SG oxide films, similar film
thicknesses have been obtained as a function of the
drying temperature.
In the case of pure Co oxide films, a significant scatter
in the measured film thickness has been observed, e.g.,
for films formed at 6 cm/min and dried at 200"C, film
thickness ranged between 200 and 500 nm. All Co oxide SG films display a much greater sensitivity towards
preparation conditions, reflected both by their structural
(film thickness and oxidation state) and electrochemical (stability and charge density) properties [37], as
compared to pure Ni and mixed Ni-Co SG oxide films.

3.1.3. Impact of the drying treatment as
seen by SEM
It is known that the conditions used for film drying
should greatly affect the density of SG-derived coatings, with the film shrinking in the direction perpendicular to the substrate as the solvent evaporates [36]. Heat
treatment during the preparation of SG films results in
the loss of water of hydration and organic residues, as
was indicated by our IR spectroscopy results [19], as
well as in the overall shrinkage of the film. Thus, when
the substrate is withdrawn at a constant rate from the
same solution, thinner coatings are expected after drying at higher temperatures.
The impact of the drying temperature on the thickness of typical SG films under study is illustrated
in SEM images of mechanically fractured SG oxide
films (Figs 4 and 5) and summarized in Table I.
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Figure 3 FESEM Image of a 50:50 Ni-Co (a) and Co (b) SG oxide films on Pt substrate. Films prepared at 6 cm/min withdrawal rate and heated at
200 C for 15min.

For films formed under otherwise identical conditions
(24 cm/min withdrawal rate, 15 min drying time), an increase in the drying temperature from 200°C (Fig. 4a)
to 400°C (Fig. 5) results in the formation of a more
compact film, with the film thickness decreasing from

800 to ca. 130 nm. There is less known about the effect of drying time on the thickness and properties of
SG formed oxide films. However, our data show that
the thickness of 50:50 Ni-Co oxide films, formed at a
withdrawal rate of 6 cm/min, decreases from 400 nm
4335
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Figure 4 SEM image of the mechanically fractured 50:50 Ni-Co SG oxide films on a Pt substrate. Films formed at 24 (a) and 6 cm/min (b) and dried
at 200 Cfor 15min.
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(a)

Figure 5 SEM image of a mechanically fractured 50:50 Ni-Co SG oxide film on a Pt substrate. Film formed at a withdrawal rate of 24 cm/min and
dried for 15 min at 400 C. SEM of the film at a higher magnification is shown in (b).
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TABLE I The impact of SG formation conditions on the thickness of
50:50 Ni-Co oxide films
Wilhdrawal
rate (cm/min)

Drying temperature
( C)

Drying lime

24
6
6
6

200
200
400
250

15 min.
15 min.
15 min.
1 hour

Film thickness
(nm)
800
400
130

65

(200°C, 15 min) to ca. 65 nm (250°C, 1 hour) when the
film undergoes a more extensive (higher temperature,
longer time) drying treatment (Table I).

3.2. TEM, X-ray and electron diffraction
studies of SG oxide films
X-ray diffraction (XRD) was employed in order to establish the compositional properties of these SG oxide
films. The broad peaks observed in the XRD patterns
did not allow us to establish the composition (oxide
vs. hydroxide, oxidation state, etc.) of these SG films.
Normally, amorphous solids show a diffuse "halo", indicating that, although randomly arranged, on average,
the atoms are similar distances apart. However, very
small crystals may cause scattering of X-rays to occur at angles near the Bragg angles [38]. This results
in the broadening of the diffracted beam and materials
display an "amorphous" halo pattern. As beam broadening is directly proportional to the wavelength [38],
electron diffraction using smaller wavelengths could
be employed to obtain structural information about
nanocrystalline materials.
Therefore, the crystal structures of the SG formed
materials were determined by means of electron diffraction studies, employing high energy electrons with a
wavelength of 0.037 A. The experimental data were
compared with the JCPDS—International Center for
Diffraction Data files (Table II). Based on the results
shown in Table II, it was concluded that all of the investigated SG films are oxide materials, independent of
the heating temperature or time. In the case of the Ni
SG oxide films, it was difficult to distinguish between
the cubic and rhombohedral NiO structures. It should
be pointed out that, in the case of pure Co SG films,
d-spacings characteristic for both cubic CoO and
C02O1 are observed and the lines are found to fit the
spinel C03O4 structure, indicating the presence of both
Co(II) and Co(III) states in these films. In contrast, Co
in the 50:50 Ni-Co films is found to be only in the Co(II)
state, so these materials have been indexed as a mixture
of cubic NiO and CoO.
The nanocrystalline nature of these SG oxide films
was confirmed by the results of the TEM studies. The

grain size increases in the following sequence: pure
Ni SG oxide film (ca. 1 nm) < 50:50 Ni-Co oxide (ca.
1.3 nm) < pure Co oxide film (ca. 1.5 nm).
From the results of the TEM studies, it is concluded
that all of the as-formed SG films under study can be
described as nanocrystalhne oxide materials. The ED
results show that they consist of cubic units of NiO
and/or CoO (or a C0OC02O3 mixture, in the case of
pure Co SG films). The cubic oxide units cluster together to form crystallites ranging from 0.5 to 4 nm
in size, depending on the oxide composition and drying conditions. The SG oxide films under study can
be viewed as a continuous network of interconnected
nanosized particles.

TABLE II Interplanar (/-spacings (A) of the most intense rings from
the ED studies of SG films
Formation
Experimental
temperature (/-spacing
Proposed
composition ( C)
(A)
structure

Reference

Ni

190

Co

190

SGfilm

2.4
2.07
1.47
2.86
241
2.00
1.54
1.43
1.20
2.61
2.41
2.07
1.50
1.43
1.31

NiO (cubic)

[39, 40]

NiO (rhomb)
CoO-Co20.,
(cubic)

[41]
[42]

CoO (cubic)
NiO (cubic)
NiO (rhomb)

[43]
[39, 44]
[41]

300

2.4

NiO (cubic)
NiO (rhomb)

[40. 44]
[45]

300

2.07
1.50
1.23
4.3

50:50 Ni-Co 190

Ni

Co

50:50 Ni-Co 300

Ni

401)

Co

400
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CoO (cubic)
NiO (cubic)

[47]
[48]

NiO (cubic)
NiO (rhomb)

[40. 44]
[45]

C03O4 (cubic) [49, 50]

2.41

TEM micrographs of all SG oxide films under study
show the presence of nanometer-sized grains. Typical
TEM images and ED patterns of 50:50 Ni-Co and
Co SG oxide films, formed at various temperatures,
are shown in Figs 6 and 7, respectively. The films
are composed of small nanocrystallites, ranging in
diameter from 0.5 to 3 nm. If formed using an identical
drying treatment (e.g., 200°C for 15 min), the average

2.86
2.41
2.00
1.54
1.40
1,20
2.41
2.07
1.47
1.23
1.03
2.41
2.07
1.47
1.20
1.02
4.63
2.86

CoO-CoiO}
[42]
(cubic)
C03O4 (cubic) [461

50:50 Ni-Co 401)

2.07
1.67
1.43
2.41
2.07
1.47
1.20
1.02

NiO (cubic)
CoO (cubic)

|48 |
[47]

•

%

11

20 nm
.:

>,
(a)

(b)
Figure 6 TEM image (a) and ED pattern (b) of a 50:50 Ni-Co oxide film formed on a Cu grid at a withdrawal rate of 2.4 cm/min and dried at 200 C
for 15 min.

The SG drying temperature strongly affects the SG
film structure. The use of higher temperatures during
the drying of the films yields an increased intensity
of the diffraction lines. This would suggest that larger
crystals are formed. Larger crystallite sizes would also
lead to a reduction in the fraction of "amorphous"
boundaries between the crystallites [51 J, so that the
SG oxides appear to be more crystalline in nature when
dried at 300 and 400°C than at lower temperatures.
TEM data indicated that an increase in the drying temperature from 200 to 300°C results in an increase in
the crystallite size, e.g., from 0.5-1.5 nm to 2-^t nm
for pure Co SG oxide films. In addition, higher drying
temperatures not only yield larger crystallite sizes, but

may also cause sintering of the crystallites, which was
observed also for pure Co SG oxide films. The TEM
image of the Co SG oxide dried at 300°C shows clusters
of crystals approximately 70-100 nm in size (Fig. 7b).
These results are in agreement with the FESEM studies,
as well as with prior literature data L52, 53].
The temperature employed during drying of the SG
oxide films under study has a marked effect on the microstructure of the films and, as a consequence, on their
electrochemical response. Fig. 8 shows the CVs of two
50:50 Ni-Co SG oxide films, formed under otherwise
identical conditions, but dried at 200 and 300°C. While
the CV shape remains basically unchanged, films dried
at 300°C display a pronounced decrease in the charge
4339

density. It should be noted that the experimental sweep
rate was sufficiently slow in both of these experiments
such that it can be assumed that all of the active metal
sites in the film were being oxidized/reduced. It has
been found in our work that films formed at temperatures between 180 and 250°C, but otherwise formed
identically, display the maximum charge capacity [19].
The observed decrease in the charge density of the SG
films formed at temperatures above 250°C must result

from the collapse of the film structure (film shrinkage
seen by SEM) and the increased crystallite size (TEM
data) and, thus, a reduced surface area.
3.3. The theoretical charge efficiency of the

SG oxide films
In order to estimate the theoretical charge efficiency of
the SG oxide films, defined as the ratio of active metal

vV£fS5§
(a)

Figure 7 TEM image (a-b) and ED pattern (c) of a Co oxide film formed on a Cu grid at a withdrawal rate of 2.4 cm/min and dried at 300 C for
15 min. (Continued.)
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(c)
Figure 7 (Continued.)

(Ni, Co) sites that participate in the redox reaction to
the total number of metal atoms, the following analysis has been carried out. Fig. 9 shows a unit cell of
cubic Ni oxide (fee), with a lattice constant of 0.42 nm
[40]. Assuming an average crystallite size of a SG
formed Ni oxide film, dried at 200°C for 15 min, to be
ca. 1 nm (TEM data), each NiO crystallite would contain 8 unit cells. The total number of Ni sites in a single
crystallite of this size has been calculated to be 62,
with 48 Ni atoms (or ca. 77% of total Ni sites) occupying outer surface sites. The surface to volume ratio
of the nanocrystalline Ni SG oxide films is therefore
quite high, predicting a charge efficiency in the range
of 75-80%.
50:50 Ni-Co SG oxide films, formed at 200°C for
15 min, consist of a mixture of fee NiO and CoO

E

(Table I). It is suggested that the Co atoms replace every
other Ni atom in the unit cell, with a lattice parameter
of 0.42 nm [40, 47]. The average crystallite size for
these films, as determined from the TEM results, is ca.
1.3 nm. Thus, each crystal is composed of 27 unit cells.
If, according to prior literature reports [11, only Ni is
electrochemically active, the total number of Ni sites is
90, with the number of surface Ni sites then being 54,
yielding a charge efficiency of ca. 60%. This treatment
would predict that ca. 60% of the available Ni atoms
in the 50:50 Ni-Co SG oxide film would participate in
the redox reaction. If both Ni and Co sites participate
in the electrochemical Ni(Co)(II)/(III) reaction, the
overall charge efficiency, defined as the ratio of surface sites (both Co and Ni, which is equal to 108) to the
total number of metal atoms (171), is also expected to
be ca. 60%.
In the case of pure Co SG oxide films, dried at 200°C
for 15 min. and having an fee structure (Table I) with a
lattice parameter of ca. 0.81 nm [42], a 1.5 nm crystallite would contain 8 unit cells. The theoretical charge
efficiency is expected to be the same as in the case of
pure Ni SG oxide films, i.e., 77%.
For comparison, the experimental charge efficiency
was determined by means of CV and inductively coupled plasma (ICP) spectroscopy. In the CV experiment,

E

w
•

Figure 8 CVs (.v = 20 mV/s) of 50:50 Ni-Co SG oxide films in 1 M
NaOH. Films formed on Pt foil substrates (0.5-0.8 cm 2 ) at a withdrawal
rate of 6 cm/min and dried at 200 (solid line) and 300 C (dotted line)
for 15 min.

Oxygen
Ni

Figure 9 A unit cell of the fee Ni SG oxide.
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the charge density was obtained by integrating the
cathodic peak between 1.0 and 1.5 V (see Fig. 8) at
a sufficiently slow sweep rate, such that all of the
metal sites are reacting. The SG films were then dissolved in acid and the Ni and Co content in the analyte
was then determined by means of ICP spectroscopy.
Assuming that only Ni is electrochemically active fl]
and that each Ni site contributes one electron [1] in
the Ni(III)/(II) redox reaction, the theoretical charge
density was calculated for each sample. In the case of
pure Co SG oxide films, a 2 electron/Co site ratio has
been used to account for the expected [54] Co(IV)/(III)
and Co(III)/(II) transitions over this potential range.
Taking the ratio of the experimental charge density
(from the CVs) to the theoretical one (from ICP), the
experimental charge efficiency was calculated for each
of the SG oxide films.
This procedure led to a charge efficiency of ca.
50-60% for both pure Ni and 50:50 Ni-Co SG oxide films and only 5-9% for the pure Co oxide films
[33]. The good agreement between theoretical and experimental values of the charge efficiency for pure
Ni and 50:50 Ni-Co SG oxide films confirms our
suggestion that only metal sites on the outer surfaces of the crystallites participate in the redox reaction, in agreement with some prior literature reports
[9]. The hydrated metal cations (Na + ) and OH~, required to maintain electroneutrality within the film
during the Ni(Co) 2 + / 3 + redox reaction [8], must then
move in the channels between the SG oxide particles. A more detailed comparison of the theoretical charge efficiency with the experimental values,
as well as the optimization of the experimental
variables during SG film formation, is discussed in
parallel work [34].

the proposed model of the SG oxide film structure, the
theoretically predicted charge efficiency has been calculated to be ca. 75% for Ni and Co SG oxides and ca.
60% for 50:50 Ni-Co oxide materials. This compares
well with observed efficiencies of 50-60% for both
pure Ni and 50:50 Ni-Co SG oxide films, thus supporting this hypothesis. The low experimental charge
efficiency observed for the pure Co SG oxide films
can be attributed to the low surface area of these films,
in which small crystallites may agglomerate to form
clusters.
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